
 

Test Report
Report No. SCL01J019464 

Applicant  INKCUPS NOW CORPS 
Address  310 ANDOVER STREET DANVERS MA 01923, USA
 
The following sample(s) and sample information was/were submitted and identified by/on the behalf of 
the client 
Sample Description EB-Solvent
Sample status Development
Sample category Raw Materials
Certification Oeko-Tex Certificate#13.HUS.20867
Buyer UNDER ARMOUR
Country of Origin U.S. 
TEST(S) REQUIRED RAW MATERIALS / TRIM / MATERIAL(Full Testing)
SEASON - YEAR Q2-Q4 2017
Buyer’s Division Apparel 
Age Unknown(test to all ages)
Test Requested Under Armour Global Product Safety &Compliance Manual
Sample Received Date Apr. 10, 2017
Testing Period Apr. 10, 2017 to Apr. 17, 2017
  
Test Conducted:  
As requested by the applicant, for details refer to next page(s).
 
 
 
 
 
 
 
 
 
 
 

Tested   by 

  

Approved by 

             Yanna Cao 
            Lab Manager 

 
Centre Testing International Group Co.,Ltd. 
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The following sample(s) and sample information was/were submitted and identified by/on the behalf of 
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Hongwei Industrial Zone, Bao’an 70 District, Shenzhen, Guangdong, China 
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Summary of Test Result(s)  

Test Item(s) Test Standard 
Test Result/ 
Conclusion 

Formaldehyde Content Inks, paints, adhesives,cements, etc: ISO 14184‐1:2011 FAIL 

Cadmium (Cd) CPSC-CH-E1002-08.3 PASS 

Lead (Pb) CPSC-CH-E1002-08.3 PASS 

Mercury(Hg) Microwave acid digestion, ICP-AES or ICP-MS analysis PASS 

Organotin Compounds 
(TBT, TPhT, DBT, DOT) 

CEN/ISO 16179:2012 PASS 

∑ Ten Phthalates CPSC-CH-C1001-09.3 N/A 

Volatile Organic Compounds 
(VOCs) 

Solvent extraction, GC-MS analysis or direct HS-GCMS 
analysisand refer to VDA 275&HPLC 

PASS 

Alkylphenol and Alkylphenol  
Ethoxylates 

Solvent extraction, LC-MS or GC-MS analysis PASS 

Remark：PASS = Meet the Limit for Adult 
        FAIL = Not Meet the Limit for Baby  

************ For Further Details, Please Refer To the Following Page(s) ************* 
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Tests Conducted (As requested by the Client) 

1 Formaldehyde Content 

Test Item(s) Result (mg/kg) MDL (mg/kg) Client’s Limit (mg/kg) 

Formaldehyde Content 26 16 
less than 36 months:16 

greater than 36months: 75 

2 Cadmium (Cd) 

Test Item(s) Result (mg/kg) MDL (mg/kg) Client’s Limit (mg/kg) 

Cadmium (Cd) N.D. 5 40 

3 Lead (Pb) 

Test Item(s) Result (mg/kg) MDL (mg/kg) Client’s Limit (mg/kg) 

Lead (Pb) N.D. 5 90 

4 Mercury(Hg) 

Test Item(s) Result (mg/kg) MDL (mg/kg) Client’s Limit (mg/kg) 

Mercury(Hg) N.D. 0.1  1 

5 Organotin Compounds 

Test Item(s) Result (mg/kg) MDL (mg/kg) Client’s Limit (mg/kg) 

Tributyl Tin (TBT) N.D. 0.02 0.5  

Triphenyl Tin (TPhT) N.D. 0.02 0.5 

Dibutyl Tin (DBT) N.D. 0.02 1 

Dioctyltin (DOT) N.D. 0.1 1000 
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6 Volatile Organic Compounds (VOCs) 

Test Item(s) CAS No. Result (mg/kg) MDL (mg/kg) Client’s Limit (mg/kg) 

Benzene 71-43-2 N.D. 1 5 

Phenol 108-95-2 N.D. 5 10 

Toluene 108-88-3 N.D. 10 1000 

Trichloroethylene 79-01-6 N.D. 10 1000 

Tetrachloroethylene 127-18-4 N.D. 10 1000 

Dichloromethane 75-09-2 N.D. 10 1000 
Di-methyl-formamide 
(DMFA) 

68-12-2 N.D. 
10 

1000 

1,1,1,2-Tetrachloroethane  630-20-6 N.D. 10 1000 

1,1,2,2-Tetrachloroethane 79-34-5 N.D. 10 1000 

Xylene(O.P.M) \ N.D. 10 1000 

Cresol(O.P.M) \ N.D. 10 1000 

Pentachloroethane 76-01-7 N.D. 10 1000 

Tetrachloromethane 56-23-5 N.D. 10 1000 

Formaldehyde 50-00-0 14 5 1000 

1,1,1-trichloroethane 71-55-6 N.D. 10 1000 

1,1,2-trichloroethane 79-00-5 N.D. 10 1000 

Trichloromethane 67-66-3 N.D. 10 1000 

1,1-Dichloroethylene 75-35-4 N.D. 10 1000 

7 Alkylphenol and Alkylphenol Ethoxylates 

Test Item(s) Result (mg/kg) MDL (mg/kg) Client’s Limit (mg/kg) 
Nonylphenol (NP) N.D. 10 

Sum of NP & OP: Less than 10 / 
Sum of NP, OP, NPEO & OPEO: 

Less than 250 

Octylphenol (OP) N.D. 10 
Nonylphenol Ethoxylate  
(NPEO) N.D. 10 

Octylphenol Ethoxylate  
(OPEO) N.D. 10 

 
Remark:  -MDL = Method Detection Limit 
 -N.D. = Not Detected (<MDL) 
 -mg/kg = ppm = parts per million 
 -N/A=Not applicable 
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Tested Sample/Part Description 
Clear liquid 
 

Photo(s) of the sample(s) 

 
*** End of Report *** 

 
The test report is effective only with both signature and specialized stamp. The result(s) shown in this report 
refer only to the sample(s) tested. Without written approval of CTI, this report can’t be reproduced except in full. 
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